¢ YHERITAGE

. THERMAL SERVICES

CERTIFICATE OF ANALYSIS
Service Location Received ‘ Lab ID
HERITAGE-WTI 13-JUL-13 | w3s1124
1250 ST. GEORGE ST. !
EAST LIVERPOOL, OH 43920 Completed PO Number
(330)385-7813 17-JUL-13 DO NOT BILL
Printed 1 Sampled
0’!-AUG-1 3 13-JUL-1 31 5:34
. Report To
| DON VENTURINI
VON ROLL AMERICA, INC
| 1250 ST GEORGE STREET
| EAST LIVERPOOL, OH 43920-3400
! Sample Description
CLIENT ID: TAN
MATRIX TYPE: SLUDGE, SOIL, SOLID OR SEDIMENT
SUBMITTER: 9693 - HERITAGE-WTI LAB SAMPLES - PREACCEPTANCE
DATA PACKAGE #: N/A
SAMPLE TYPE: PREACCEPTANCE TEST
BULK/DRUM: INCIDENT SAMPLE 7/13/13
COMMENT: PS
DELIVERED BY: .
DETECTION LIMIT: PREACCEPTANCE D.L.
PCB SCREEN REQ?: .
SAMPLE SIZE: .
ICP SCAN SWB846-6010B
Analyst: D. KALE Analysis Date: 13-JUL-13 2003  Instrument: ICP Test: M100.3.0
Parameter Rasult Det. Limit Units
ALUMINUM 332¢ 50 | ppm
ANTIMONY < 50 | ppm
ARSENIC 85 5| ppm
BARIUM 509 50 | ppm
BERYLLIUM < 5| ppm
CADMIUM 33 1 | ppm
CALCIUM 20412 50 | ppm
CHROMIUM < 5| ppm
COPPER 164 50 | ppm
IRON 977 50 | ppm
LEAD | 147 5 | ppm
LITHIUM < 50 | ppm
MAGNESIUM 2467 50 | ppm
NICKEL 404 50 | ppm
PHOSPHCRUS 14529 50 | ppm
POTASSIUM 735 50 | ppm
SELENIUM — [ | 1 jppm
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¢ HYHERITAGE

W THERMAL SERVICES

Sample ID: W331124 TAN

SILVER < 5 | ppm
SODIUM 3307 50 | ppm
THALLIUM < 10 | ppm
VANADIUM < 50 ppm
ZINC 1013 50 ppm
MANGANESE 150 50 ppm
SILICON 233600 50  ppm

MERCURY CVAA SW846-7470A

Analyst: D. KALE Analysis Date: 13-JUL-13 19:41  Instrument: CVAA Test: M120.1.0
Parameler Result Det. Limit Units
MERCURY = = 0.2  ppm

Sample Comments
< Less Than

#gﬁ/C%/ gl

Approved b
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¢ DHERITAGE

W THERMAL SERVICES

_____CERTIFICATE OF ANALYSIS B
Sarvice Location Recelved Lab ID
HERITAGE-WTI 13-JUL-13 Ww381125
1250 ST. GEORGE ST. —
EAST LIVERPOOL, OH 43920 Complted PO Number
(330)385-7813 17-JUL-13 DO NOT BILL
Printed Sampled
o 01-AUG-13 13-JUL-13 15:36
Repo_ltTn. a
DON VENTURINI
VON ROLL AMERICA, INC
1250 ST GEORGE STREET
EAST LIVERPOOL, OH 43920-3400
Sample Description ]
CLIENT ID; MEDIUM TAN
MATRIX TYPE. SLUDGE, SOIL, SOLID OR SEDIMENT
SUBMITTER: 9693 - HERITAGE-WTI LAB SAMPLES - PREACCEPTANCE
| DATA PACKAGE #: N/A
| SAMPLE TYPE: PREACCEPTANCE TEST
| BULK/DRUM: INCIDENT SAMPLE MEDIUM TAN
| COMMENT: PS
DELIVERED BY: .
DETECTION LIMIT: PREACCEPTANCE D.L.
PCB SCREEN REQ?: .
SAMPLE SIZE: . o L
ICP SCAN SW846-6010B
Analyst: D, KALE Analysis Date: 13-JUL-13 20:08  Instrument: ICP Test: M100.3.0
Parameter Result Det. Limit Units
ALUMINUM 20054 50 | ppm
ANTIMONY < 50 | ppm
| ARSENIC 160 5 | ppm
| BARIUM 386 50 | ppm
BERYLLIUM < 5 | ppm
CADMIUM 4 1| ppm
CALCIUM 75328 50 | ppm
CHROMIUM 15 5 | ppm
COPPER < 50 | ppm
IRON 2810 50 | ppm
LEAD 21 5 | ppm
LITHIUM < 50 | ppm
MAGNESIUM 1242 50 | ppm
NICKEL 154 50 | ppm
PHOSPHORUS 18084 50 | ppm
POTASSIUM 598 50 | ppm
SELENIUM < 1| ppm
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¢ HYHERITAGE

. THERMAL SERVICES

Sample ID: W381125 MEDIUM TAN

SILVER < 5| ppm

SODIUM 4591 50 | ppm
THALLIUM < 10 | ppm
VANADIUM 232 50 | ppm

ZINC 1605 50 | ppm
MANGANESE 166 50 | ppm

SILICON 129300 50 | ppm
MERCURY CVAA SWB846-7T470A

Analyst: D. KALE Anglysis Date: 13-JUL-1318:42  Instrument: CVAA Test: M120.1.0

_ ;:’a;n:e;;r o Result Det. Limit Units |

MERCURY < 0.2 | ppm

< LessThan

Sample Comments

/A/L/é"-/_\‘ zh 1

J
Approved by” /'~
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¢ HERITAGE

THERMAL SERVICES
- CERTIFICATE OF ANALYSIS -
Service Locatlon Recelved Lab ID
HERITAGE-WTI 1 3-JUL-13 W381126
| 1250 ST. GEORGE ST. —
| EAST LIVERPOOL, OH 43920 Comploted AL 57
(330)385-7813 17-JUL-13 DO NOT BILL
Printad Sampled
| 01-AUG-13 13-JUL-13 15:38
Raport To
DON VENTURINI
VON ROLL AMERICA, INC
1250 ST GEORGE STREET
EAST LIVERPOOL OH 43920 3400 e
r Sample Description ]
CLIENT ID: DARK TAN
MATRIX TYPE: SLUDGE, SOIL, SOLID OR SEDIMENT
SUBMITTER: 9693 - HERITAGE-WTI LAB SAMPLES - PREACCEPTANCE
DATA PACKAGE #: N/A
SAMPLE TYPE: PREACCEFPTANCE TEST
BULK/DRUM: INCIDENT SAMPLE 7/13/13
COMMENT: PS
DELIVERED BY: .
DETECTION LIMIT: PREACCEPTANCE D.L.
PCB SCREEN REQ?: .
| SAMPLE SIZE:. o a o B
| ICP SCAN SW846-6010B
‘| Analyst: D. KALE Analysis Date: 13-JUL-13 20:10  Instrument: ICP Tast: M100.3.0
‘ Parameter I Result | Det. Limit | Units
ALUMINUM 2995 50 [ ppm
ANTIMONY < 50 | ppm
ARSENIC 86 5| ppm
BARIUM 197 50 | ppm
BERYLLIUM < 5| ppm
CADMIUM 5 1| ppm
CALCIUM 50156 50 | ppm
CHROMIUM 16 5| ppm
COPPER < 50 | ppm
IRON 1741 50 | ppm
LEAD 65 5| ppm
LITHIUM < . 50 | ppm
MAGNESIUM 2847 ' 50 | ppm
NICKEL 3673 50 | ppm
PHOSPHORUS 26964 50 | ppm
POTASSIUM 353 50 | ppm
~ SELENIUM B | . 1| ppm
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¢ HERITAGE

THERMAL SERVICES
Sample ID: W381126 DARK TAN
SILVER < 5 | ppm
SODIUM 2239 i 50 | ppm
THALLIUM < | 10 | ppm
VANADIUM 68 | 50 | ppm
ZINC 337 50 i ppm
MANGANESE 160 50 | ppm
| SILICON 123500 50 | ppm
MERCURY CVAA SWB46-7470A
Analyst: D. KALE Analysis Date: 13-JUL-13 1942  Instrument: CVAA Test M120.1.0
Parameter Result Det. Limit [ Units
MERCURY < 0.2 ppm

< Less Than

Sample Comments

Approved b
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OHERITAGE

THERMAL SERVICES
o CERTIFICATE OF ANALYSIS S
Servica Location | Racelved LabiD
HERITAGE-WTI 18-JUL-13 w381458
1250 ST. GEORGE ST. -
| EAST LIVERPOOL, OH 43920 PR eI LITELD
' (330)385-7813 19-JUL-13 DO NOT BILL
' Printed Sampled
| 01-AUG-13 18-JUL-1308:07
‘ Raport To
| DON VENTURINI
VON ROLL AMERICA, INC
‘ 1250 ST GEORGE STREET
EAST LIVERPOOL, OH 43920-3400
- - __-;r;;:e_oescﬂpllon - -
CLIENT ID: 963 ST GEORGE ST
MATRIX TYPE: SLUDGE, SOIL, SOLID OR SEDIMENT
SUBMITTER: 9693 - HERITAGE-WTI LAB SAMPLES - PREACCEPTANCE
DATA PACKAGE #:. N/A
SAMPLE TYPE: PREACCEPTANCE TEST
BULK/DRUM: .
COMMENT: .
DELIVERED BY: .
DETECTION LIMIT: PREACCEPTANCE D.L.
PCB SCREEN REQ?: .
| SAMPLE SIZE: . - o -
ICP SCAN SW846-60108
Analyst: J. WYLIE Analysis Data: 18-JUL-13 19:03  Instrument; ICP Test M100.3.0
Parameler Result Det. Limit | Units
ALUMINUM 5421 50 ppm
| ANTIMONY < 50 | ppm
ARSENIC < 5 ppm
BARIUM 87 50  ppm
BERYLLIUM < 5 ppm
CADMIUM 1.5 1 ppm
CALCIUM 17146 50 | ppm
CHROMIUM 48 5 | ppm
COPPER 1< 50 ppm
IRON | 30164 50 | ppm
LEAD 209 5! ppm
LITHIUM | 179 50 | ppm
| MAGNESIUM 3453 50 | ppm
| NICKEL < 50 | ppm
| PHOSPHORUS 801 50 | ppm
POTASSIUM 1159 50 | ppm
SELENIUM < 1! pom
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HERTAGE

THERMAL SERVICES

Sample ID; W381458 963 ST GEORGE ST

SILVER < ! 5 - ppm

SODIUM 298 50 | ppm

THALLIUM < 10 | ppm

VANADIUM < 50 ppm

ZIhiE s Rl b S 510 50 . ppm .

MERCURY CVAA SW846-7470A

Analyst: J. WYLIE Analysis Date: 18-JUL-13 11:03  Instrument; CVAA Test: M120.1.0

Parameter Result Dat. Limit ! Units
_MERCURY < 0.2 ppm

Sample Commants

i < LessThan

%\/‘/ﬂ"’_ ‘3l|1|3

Approved by:¢” /-~
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O HERITAGE

iHERMAL SERVICES
. CERTIFICATE OF ANALYSIS _ e
Sarvice Location Recelved Lab ID
HERITAGE-WTI . 18-JUL-13 | W381466
1250 ST. GEORGE ST. I T
EAST LIVERPOOL, OH 43920 | Completed PO Number
| (330)385-7813 | 19-JUL-13 DO NOT BILL
i | Printed Sampled
- 01-AUG-13 18-JUL-1314:00
;J—— ReporlTo.
| DON VENTURINI
VON ROLL AMERICA, INC
; 1250 ST GEORGE STREET
| EAST LIVERPOOL, OH 43920-3400
i Sample Description
CLIENT ID: 870 STATE ST POOL WATER
MATRIX TYPE: SLUDGE, SOIL, SOLID OR SEDIMENT
SUBMITTER: 9693 - HERITAGE-WTI LAB SAMPLES - PREACCEPTANCE
DATA PACKAGE #: N/A
SAMPLE TYPE: PREACCEPTANCE TEST
BULK/DRUM: .
COMMENT: .
DELIVERED BY: .
DETECTION LIMIT: PREACCEPTANCE D.L.
PCB SCREEN REQ?: .
SAMPLE SIZE. .
ICP SCAN SWB46-60108B
Analyst: F. WHITE Analysis Date: 18-JUL-13 21:31  Instrument: ICP Test: M100.3.0 |
Parameter ! Result | Dat. Limit Units
ALUMINUM < | 50 | ppm
ANTIMONY < | 50 | ppm
ARSENIC < : 5| ppm
BARIUM < 50 | ppm
BERYLLIUM < 5 ppm
CADMIUM < 1 ppm
CALCIUM 88 50 ppm
CHROMIUM < 5 ppm
COPPER < 50  ppm
IRON < 50  ppm
LEAD < 5 ppm
LITHIUM < 50 | ppm
MAGNESIUM < 50 | ppm
NICKEL < 50 | ppm
PHOSPHORUS 53 50 ppm
POTASSIUM < 50 | ppm
SELENIUM < 1| ppm

Page 1 of 2



¢ ) HERITAGE

THERMAL SERVICES
Sample |D: W3B1466 870 STATE ST POOL WATER

SILVER < 5 ppm

SODIUM < 50 ppm

THALLIUM € 10 ppm

VANADIUM < 50 ppm

ZINC < 50 ppm

MERCURY CVAA SW846-7470A

Analyst: F. WHITE Analysis Date: 18-JUL-13 21:31  Instrument: CVAA Test: M120.1.0
F“I;a:n;eter - Result | Det. Limit Units i

MERCURY < 0.2 ppm

= Less Than

Approved b

Page
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¢ HHERITAGE

. THERMAL SERVICES

CERTIFICATE OF ANALYSISI
! Service Location Received Lab ID
| HERITAGE-WTI | 18-JUL-13 W381467
i 1250 ST. GEORGE ST. . —_—
EAST LIVERPOOL, OH 43920 | Completed PO Number
(330)385-7813 19-JUL-13 DO NOT BILL
" Printed | Sampled
01-AUG-13 18-JUL-13 15:54

Report To

DON VENTURINI

VON ROLL AMERICA, INC

1250 ST GEORGE STREET

EAST LIVERPOOL, OH 43820-3400

DATA PACKAGE #: N/A
SAMPLE TYPE: PREACCEPTANCE TEST

CLIENT ID: 1116 SAINT GEORGE ST.POOL
MATRIX TYPE: SLUDGE, SOIL, SOLID OR SEDIMENT
SUBMITTER: 9693 - HERITAGE-WTI LAB SAMPLES - PREACCEPTANCE

Sampla Descriptlon

BULK/DRUM: .

COMMENT: .

DELIVERED BY: .

DETECTION LIMIT: PREACCEPTANCE D.L.

PCB SCREEN REQ?: .

SAMPLE SIZE: . o
ICP SCAN SW846-60108

Analyst: F. WHITE Analysis Date; 18-JUL-13 21:30  Instrument: ICP Test: M100.3.0
Paramater Result | Det. |.|ll:l|l Units
ALUMINUM < | 50 ppm
ANTIMONY < 50 ppm
ARSENIC < 5 ppm
BARIUM < 50 ppm

| BERYLLIUM < 5 ppm

! CADMIUM < 1 ppm

| CALCIUM a3 50 ppm

| CHROMIUM < 5 ppm
COPPER < ! 50 ppm
IRON < ! 50  ppm
LEAD < i 5 ppm

| LITHIUM < ' 50  ppm
MAGNESIUM < 50 ppm
NICKEL < 50 ppm
PHOSPHORUS 54 50  ppm
POTASSIUM < 50 ppm
~ SELENIUM < 1 ppm
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¢ YHERITAGE
W THERMAL SERVICES
Sample ID: W381467 1116 SAINT GEORGE ST.POOL

SILVER < 5 ppm
SODIUM 94 50 ppm
THALLIUM < 10 ppm
VANADIUM < 50  ppm
ZING e MRS P 50 pom A
MERCURY CVAA SW846-7470A
Analyst: F. WHITE Analysis Date! 18-JUL-13 21:30  Instrument: CVAA Test: M120.1.0
Parameter Result Det. Limit Units
MUY i o £ 0.2 ppm
- Sample Comments o
| < Less Than

L, ffr”t 21 I 1>

Approved by:- /7
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¢ HHERITAGE

. THERMAL SERVICES

CERTIFICATE OF ANALYSIS
Service Locatlon Recelved Lab ID
HERITAGE-WTI 18-JUL-13 w381468
1250 ST. GEORGE ST.
EAST LIVERPOOL, OH 43920 Completed PO Number
(330)385-7813 18-JUL-13 DO NOT BILL
Printed Sampled
01-AUG-13 18-JUL-13 17:15
Report To
DON VENTURINI
VON ROLL AMERICA, INC
1250 ST GEORGE STREET
EAST LIVERPOOL, OH 43920-3400
Sample Description
CLIENT ID: PREACCEPTANCE
MATRIX TYPE: SLUDGE, SOIL, SOLID OR SEDIMENT
SUBMITTER: 9693 - HERITAGE-WTI LAB SAMPLES - PREACCEPTANCE
DATA PACKAGE #: N/A
| SAMPLE TYPE: PREACCEPTANCE TEST
| BULK/DRUM: .
- COMMENT: .
; DELIVERED BY: .
| DETECTION LIMIT: PREACCEPTANCE D.L.
PCB SCREEN REQ?. .
SAMPLE SIZE: .
ICP SCAN SWB46-60108
Analyst: F. WHITE Analysis Date; 18-JUL-13 21:14  Instrument: ICP Test: M100.3.0
Parameter Result Det. Limit Units
ALUMINUM 9838 50 | ppm
ANTIMONY 139 50 | ppm
| ARSENIC 523 S| ppm
BARIUM 535 50 | ppm
BERYLLIUM < 5| ppm
CADMIUM 58 1| ppm
CALCIUM 168211 50 | ppm
CHROMIUM < 5| ppm
COPPER 917 50 | ppm
IRON 17986 50 | ppm
LEAD 2125 5| ppm
LITHIUM < 50 | ppm
MAGNESIUM 2900 50 | ppm
NICKEL 2519 50 | ppm
PHOSPHORUS 12775 50 | ppm
POTASSIUM : 4876 50 | ppm
CSELENIUM Y SR tppm
Page of 2




¢ HERITAGE

THERMAL SERVICES
Sample ID: W381468 PREACCEPTANCE
|
| SILVER i< 5| ppm
SODIUM 9322 50 | ppm
THALLIUM < 10 | ppm
VANADIUM < 50 | ppm
ZINC 5967 50 | ppm
 MANGANESE | 478 1 50 | ppm |
MERCURY CVAA SWB46-7470A
Analyst: F. WHITE Analysis Date: 18-JUL-13 21;16  Instrument: CVAA Test M120.1.0
Paramater B Resuit Det. Limit ; Units
MERCURY o |39 0.2 ppm

Sample Comments
< LessThan

W ?(tld

Approved by: ¢ 7
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¢ HHERITAGE

. THERMAL SERVICES
CERTIFICATE OF ANALYSIS

Service Locatlon I Recelvad Lab ID
HERITAGE-WTI | 18-JUL-13 W381516
1250 ST. GEORGE ST.

EAST LIVERPOOL, OH 43820 Completed PO Number
(330)385-7813 22-JUL-13 DO NOT BILL
Printed Sampled
) o | 01-AUG-13 19-JUL-13 09:07
B Report To B
DON VENTURINI
VON ROLL AMERICA, INC
1250 ST GEORGE STREET
EAST LIVERPOOL, OH 43920-3400
Sample Description B
CLIENT ID: GAUZE PAD
MATRIX TYPE: SLUDGE, SOIL, SOLID OR SEDIMENT
SUBMITTER: 9693 - HERITAGE-WTI LAB SAMPLES - PREACCEPTANCE
DATA PACKAGE #: N/A
SAMPLE TYPE: PREACCEPTANCE TEST
| BULK/DRUM: .
COMMENT: .
| DELIVERED BY:.
DETECTION LIMIT: PREACCEPTANCE D.L.
PCB SCREEN REQ?: .
| SAMPLE SIZE: .
ICP SCAN SW846-60108
Analyst: J. WYLIE Analysis Date: 19-JUL-13 11:08  Instrument: ICP Test: M100.3.0
. Parametar T Resw Det, Limit Unils
ALUMINUM < 50 | ppm
ANTIMONY < 50 | ppm
ARSENIC < 5| ppm
BARIUM < 50 | ppm
| BERYLLIUM < 5 | ppm
| CADMIUM < 1| ppm
CALCIUM 54 50 | ppm
CHROMIUM < 5| ppm
COPPER < 50 | ppm
IRON < 50 | ppm
LEAD < 5 | ppm
LITHIUM < 50 | ppm
MAGNESIUM < 50 | ppm
NICKEL < 50 | ppm
PHOSPHORUS 106 50 | ppm
POTASSIUM < 50 | ppm
SELENIUM < - 1.ppm
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HERITAGE

THERMAL SERVICES

CERTIFICATE OF ANALYSIS

Recelved

[”-__"Servlce Locatlon Lab ID
HERITAGE-WTI 19-JUL-13 | W381526

1250 ST. GEORGE ST.

EAST LIVERPOOL, OH 43920 Complated PO Number
(330)385-7813 22-JUL-13 DO NOT BILL

I Printed Sampled

! 01-AUG-13 19-JUL-13 14:46 ]

I Report To S
DON VENTURINI

VON ROLL AMERICA, INC

1250 ST GEORGE STREET

EAST LIVERPOOL, OH 43920-3400

- Sample Description

CLIENT ID: AIR CONDITIONER

| MATRIX TYPE: SLUDGE, SOIL, SOLID CR SEDIMENT

SUBMITTER: 9693 - HERITAGE-WTI LAB SAMPLES - PREACCEPTANCE

| DATA PACKAGE #: N/A

SAMPLE TYPE: PREACCEPTANCE TEST

| BULK/DRUM: .

| COMMENT: BUCKET 3

DELIVERED BY: .

DETECTION LIMIT: PREACCEPTANCE D.L.

PCB SCREEN REQ?: .

| SAMPLE SIZE., o
[CP SCAN SW846-60108
Analyst: F. WHITE Analysis Date: 19-JUL-13 18:28  Instrument: [CP Test: M100.3.0
Parameter Result Det. Limit ] l:l.n;ls-.---.. e
ALUMINUM 4186 50 | ppm
ANTIMONY < 50 | ppm
ARSENIC < 5 | ppm
BARIUM < 50 | ppm
BERYLLIUM < 5 | ppm
CADMIUM 27 1 | ppm
CALCIUM 15902 50 | ppm
CHROMIUM < 5| ppm
COPPER 553 50 | ppm
IRON 11413 50 | ppm .
LEAD 857 5 | ppm |
LITHIUM < 50 | ppm :
MAGNESIUM 2758 50 | ppm
NICKEL 1047 ! 50 | ppm
PHOSPHORUS 6423 50 | ppm
POTASSIUM 10597 50 | ppm

~ SELENIUM | < 1 {ppm
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¢ YHERITAGE

W THERMAL SERVICES

SILVER <
S0ODIUM <
THALLIUM | <
VANADIUM | <
ZINC I 3390
MANGANESE 418

Sample ID: W381526 AIR CONDITIONER

5 ppm
50 | ppm
10 | ppm
50 | ppm :
50 | ppm

50 i pPPm

Sampls Comments

< Less Than

Mt E’Jr{]&

Approved by.
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¢ HDHERITAGE

W THERMAL SERVICES
Sample ID; W381516 GAUZE PAD

SILVER < 5 | ppm
SODIUM 345 50 | ppm
THALLIUM < 10 | ppm
VANADIUM < 50 | ppm
ZINC < 50 | ppm
MANGANESE < R 50 | ppm

Sample Comments
< Less Than

/‘,%L. w0y

Approved b
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